
www.grupocurimbaba.com.br

EL - 61

The information contained in this data sheet has been determined through the application of accepted engineering practice and 
is believed to be reliable. Since the conditions of application and use of our products are beyond our control, no warranty is expressed 
or implied regarding accuracy of the information, the results to be obtained from use of the product, or that such use will not infringe on
any patent. This information is furnished with the express condition that you will make your own tests to determine the suitability of the 
product for your particular use.
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Calcium Aluminate Cement

EL - 61 is a calcium aluminate cement obtained from fusion of high purity bauxite and calcium 
carbonate in electric arc furnaces. It is recommended for refractory applications. 

Chemical Analysis by XRF (%)

CA2

Al2O3

67,83

SiO2

0,34

FeO

0,25

MgO

0,26

CaO

31,1

Na2O

0,19

Methods Units Results
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% 0.26

4,441

0.32

1,460

C = CaO e A = Al2O3

Mineralogical Analysis by XRD

Typical Physical Properties

Predominant Phase CA (Calcium Aluminate)

Secondary phase

Specific Surface Area

Refractoriness

Setting Time - Vicat 
Needle (Cement Paste)

Water/Cement Ratio  (Cement Paste)
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